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		  Datasheet File OCR Text:


		  material ? declaration statement ? of ? materials, ? construction product: ??? sp3232een \ l ? package: ?????? 16l ? nsoic name weight ? (g) cas ? no. weight ? (g) /total ? unit / ? component 1 die 0.0036 7440 \ 21 \ 3 0.003570 2.29 100.00 2die ? attach 0.0011 7440 \ 22 \ 4 0.000902 0.58 80.50 \ 0.000112 0.07 10.00 \ 0.000034 0.02 3.00 68586 \ 19 \ 6 0.000034 0.02 3.00 \ 0.000034 0.02 3.00 80 \ 43 \ 3 0.000006 0.00 0.50 3 leadframe 0.0524 7440 \ 50 \ 8 0.050594 32.51 96.59 7439 \ 89 \ 6 0.001182 0.76 2.26 7723 \ 14 \ 0 0.000013 0.01 0.02 7440 \ 66 \ 6 0.000067 0.04 0.13 7440 \ 22 \ 4 0.000524 0.34 1.00 \ 0.000002 0.00 0.00 4mold ? compound 0.0953 \ 0.002859 1.84 3.00 \ 0.002859 1.84 3.00 \ 0.004289 2.76 4.50 60676 \ 86 \ 0 0.083197 53.46 87.30 1333 \ 86 \ 4 0.000191 0.12 0.20 \ 0.001906 1.22 2.00 5lead ? finish 0.0027 7440 \ 31 \ 5 0.002733 1.76 99.99 \ 0.000000 0.00 0.01 6wire ? 0.0005 7440 \ 57 \ 5 0.000501 0.32 98.25 7440 \ 05 \ 3 0.000009 0.01 1.75 total ? unit ? weight: 0.1556 rohs ? certificate ? of ? compliance ? ? china ? rohs ? | ? fully ? compliant cadmium ? & ? its ? compounds ? (cd) 100 ? ppm ? (0.01 ? weight ? %) ? rohs \ 6 ? | ? fully ? compliant hexavalent ? chromium ? & ? its ? compounds ? (cr(vi)) 1000 ? ppm ? (0.10 ? weight ? %) mercury ? & ? its ? compounds ? (hg) 1000 ? ppm ? (0.10 ? weight ? %) ? non ? use ? of ? pfos ? & ? pfoa polybrominated ? biphenyls ? (pbb) 1000 ? ppm ? (0.10 ? weight ? %) polybrominated ? diphenyl ? ethers ? (pbde) 1000 ? ppm ? (0.10 ? weight ? %) ? reach ? |  fully ? compliant lead ? & ? its ? compounds ? (pb) 1000 ? ppm ? (0.10 ? weight ? %) ? halogen \ free ? | ? green ? ? flammability ? rating ? of ? ul ? 94 \ v0 ? ? msl ? pb \ free: ?? l2 ? @ ? 260c chiew ? mee ? foo, ? qa ? manager dodd \ frank ? wall ? street ? reform ? and ? consumer ? protection ? act, ? july ? 21, ? 2010 ? we ? comply ? with ? this ? conflict ? metal ? free ? policy ? that ? restricts ? the ? use ? of ? those ? conflict ? metals, ? mining ? from ? the ? democratic ? republic ? of ? congo ? (drc) ? and ? it?s ? adjoining ? countries. ?? exar ? will ? not ? accept ? product ? which ? uses ? these ? conflict ? metals ? from ? these ? areas. ?? we ? require ? our ? suppliers ? to ? enforce ? this ? policy ? and ? be ? able ? to ? identify ? and ? verify ? from ? their ? sources ? of ? minerals ? are ? conflict ? free. ?? suppliers ? are ? required ? to ? report ? if ? they ? or ? any ? supplier ? through ? their ? supply ? chain ? use ? any ? of ? these ? conflict ? metals ? that ? are ? derived ? from ? certain ? conflict ? minerals ? originating ? in ? the ? drc ? or ? an ? adjoining ? country. ?? exar ? corporation ? is ? not ? aware ? of ? any ? conflict ? metals ? to ? be ? used ? in ? any ? of ? their ? products. this ? package ? is ? fully ? rohs ? compliant. ??? the ? table ? above ? shows ? that ? this ? package ? meets ? the ? following ? rohs ? requirements ? for ? each ? package ? component. ? copper epoxy ? resin \ 1 iron phosporous others component ? weight ? is ? based ? on ? homogenous ? material ? used ? to ? assemble ? the ? unit. ? | ? composition ? derived ? from ? the ? material ? declaration ? from ? vendors. others allowable ? limit ??????????? (at ? homogenous ? material ? level) eu ? rohs ? restricted ? substance rohs ? 2 ? (recast) ? 2011/65/eu ? | ? fully ? compliant epoxy ? resin \ 2 zinc palladium others cu sn additive silica silver material ? weight ? % component silicon silver element/compound material carbocyclic ? acrylates bismaleimide ? resin 2 \ preponoic ? acid, ? 2 \ methyl dicumlyl ? peroxide carbon ? black phenol ? resin exar ? corporation ? 48720 ? kato ? road, ? fremont, ? ca ? 94538 ?? phone: ?? 510 \ 668 \ 7000 www.exar.com reference ? no: ? mds \ 00000354 ? rev ? 000
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